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metathesis polymerization (ROMP) (23) would be
an ideal method to polymerize ladderene, driven
by the release of CBE strain, and also conve-
niently generate the requisite polymer backbone
n-bond connection between mechanophores (Fig.
1E). Polyladderenes of this type comprise exclu-
sively methine carbons and would be expected
to unzip to polyacetylene (PA) (24) upon success-
ful mechanochemical activation.

We designed chloroladderene 10 (Fig. 2A)
as the ROMP monomer for the synthesis of
polyladderene. Chloroladderene 10 is a latent
ladderdiene: One CBE undergoes ROMP to give
linear poly(chloroladderane) 11; subsequent-
ly, the second CBE is unmasked at the end of
each ladder by elimination of HCI to give poly-
ladderene 7. We prepared 10 from previously
synthesized chloroladderane 8 (22) via a second
chlorination under Groves’ Mn-porphyrin con-
ditions (25), followed by elimination of one of
the chlorides with KOz-Bu. Monomer 10 readily
polymerized to nearly full conversion within 1 hour
at room temperature in chloroform upon addi-
tion of 0.1 to 0.5 mole % (mol %) of fast-initiating
Grubbs III catalyst. Gel permeation chromatogra-
phy (GPC) analysis of the resulting poly(chloro-
ladderane) 11 revealed a narrow molecular weight
(MW) distribution with MW proportional to the
monomer-to-catalyst ratio, which was varied from
200 to 1000 (Fig. 2B). These features indicated
controlled ROMP to be an efficient strategy to
produce polymers with hundreds of linked mechano-
phores. Treatment of the polymer 11 with 1 M
KOt-Bu in tetrahydrofuran (THF) at 16°C yielded
polyladderene 7 with complete elimination of HC1
and generation of a terminal CBE on all ladder
side chains (Fig. 2C). Polymers 7 showed slower
elution in GPC and a decrease in MW compared
with their corresponding precursors 11 (7a, '7b,
and 7e: M, = 93, 63, and 34 kDa, respectively).
For the very-high-MW polymer ('7a), broadening
of the MW distribution was observed after
elimination; however, high-MW polyladderenes
were still obtained.

‘We then studied the mechanochemical activa-
tion of polyladderene 7a in THF solution using

controlled ultrasonication, a convenient and
standard technique to apply mechanical force
in an acoustic flow and thereby study polymer
mechanochemistry (Fig. 3A). After only 20 s of
sonication, the initially colorless polymer solu-
tion turned blue and then continued to darken.
After 120 min of sonication, the reaction mixture
had turned dark blue/purple, with concomitant
formation of black precipitate on the side of the
glass vessel (Fig. 3B). Solution aliquots were drawn
with a syringe at different time points during
sonication and analyzed by ultraviolet-visible
(UV-vis) spectroscopy (Fig. 3C). A broad absorp-
tion peak with a maximum over 600 nm and an
onset at 850 nm were clearly and consistently
observed throughout the course of sonication.
These observed wavelengths are among the highest
reported for solution-synthesized PAs (26-29),
suggesting the formation of PA blocks with long
conjugation lengths. The absorption peak con-
tinuously grew in intensity during the sonica-
tion process, indicating continuous formation of
PA. After 120 min of sonication, the absorption
maximum slightly shifted hypsochromically to
605 nm with a concomitant decrease in solubility
and formation of particulates due to the relatively
high content of insoluble PA. Long-wavelength
absorption was observed even at the beginning
of sonication, when the absorbance was still
low (fig. S1). This observation suggests that, even
though only a small fraction of the polymer solu-
tion was processed at each pulse of sonication, long
strands of PA, rather than multiple segments of
oligoenes, were rapidly formed within that fraction
of sample. To prove the mechanochemical nature
of the polyladderene transformation, we subjected
polyladderenes of different MWs to identical
sonication conditions. The Kinetics of the mechano-
chemical formation of PA strongly depended
on the MW of precursor polymer: Polyladderenes
with lower MWs formed PA more slowly but
with similar optical absorption profiles (fig. S2).
Because thermal activation is not affected by
the polymer MW, these MW-dependent Kinetics
are commonly regarded as strong evidence for
mechanochemistry.

We applied several spectroscopic and micro-
scopic methods to characterize the structure of
mechanochemically generated PA copolymer 12.
Cross-polarization magic-angle spinning *C solid-
state nuclear magnetic resonance (NMR) spectros-
copy was used to analyze the isolated activated
polymer. A carbon resonance at 136 parts per
million corresponding to trans-PA was clearly
observed (30), along with the signals associated
with the residual polyladderene (Fig. 3D). Based
on the integrations of sp> and sp® carbon signals,
the conversion of polyladderene 7a to PA was
determined to be ~37% after 120 min of sonication
(fig. S3).

Resonant Raman spectra (785-nm excitation)
of samples after 20 s and 20 min of sonication
exhibited vibrational peaks at 1463 and 1073 cm ™,
matching the C=C and C-C stretching peaks for
trans-PA, respectively (Fig. 3E) (3I). Both the
Raman frequency at 1463 cm ™ and visible absorp-
tion peak at 636 nm suggested the formation of
very long trans-PA with > 100 conjugated C=C
bonds, based on the reported correlations (32).
Infrared (IR) spectra of the resulting polymer 12
exhibited an intense peak at 1012 cm ™, corre-
sponding to the reported C-H bending of trans-
PA, as well as peaks at 2924 and 2851 cm™* for the
C-H stretches of cyclobutane in the remaining un-
activated ladderene (fig. S5). No signals corre-
sponding to cis configuration of PA were observed
within the detection limit of IR or *C NMR exper-
iments (figs. S3 and S5). Because each ladderene
side chain bears a cis-olefin at the terminus, the
absence of cis-olefin signals suggests simulta-
neous mechanochemical cis-to-trans isomerization
during the PA generation. These spectroscopic
data collectively confirmed the mechanochem-
ical transformation of polyladderene to trans-PA
with remarkably uniform configuration and long
conjugation length.

The force exerted onto a polymer chain via
sonication is known to peak near the middle of
the chain (33). Thus, we expect mechanochemical
unzipping to occur from the middle of the chain
where the force is above the activation threshold,
resulting in the formation of ABA-type triblock

He Fig. 2. Synthesis of polyladderene.
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Fig. 3. Characterization of
the mechanochemically
generated PA copolymer
from polyladderene.

(A) Reaction scheme for
mechanochemical conver-
sion of polyladderene 7 to
PA-containing block
copolymer 12. (B) Photo-
graphs of reaction vessel at
different sonication times.
(C) UV-vis absorption
spectra of sonicated 7a
solution at different sonica-
tion times. (D) Overlaid
solid-state **C NMR spectra
of polymers 7a and 12a after
120 min of sonication.

(E) Resonance Raman
spectra of the sonication
products (785-nm laser exci-
tation). (F) TEM images of
the nanostructures formed
during sonication (scale bar,
200 nm) and proposed
sonication-induced self-
assembly of the resultant
block copolymer.

Fig. 4. Theoretical A
simulation of the

unzipping process of

a ladderene unit.

(A) Proposed reaction
pathway for mecha-
nochemical unzipping

of a single ladderene.

(B) Force-modified

potential energy sur- B
face showing consec-
utive ring openings of
the cyclobutane units
in the ladderene to
give an oligoene.

(C) Force-extension
curve simulated using
molecular dynamics.
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copolymers with insoluble PA in the middle and
soluble unactivated polyladderene at the ends
(Fig. 3A). PA-containing block copolymers are
difficult to synthesize (26-28), especially in all-
trans configuration. The trans-PA copolymers
were expected to self-assemble into unique nano-
structures driven by the aggregation of the long
PA block and stabilization of the unactivated
polyladderene block. Indeed, dynamic light scat-
tering (DLS) of the sonicated solutions showed
the formation of micelles with a hydrodynamic
radius growing from 115 to 500 nm, as sonication
time increased from 20 s to 20 min (fig. S6).
Transmission electron microscopy (TEM) of these
samples revealed evolution of nanostructures
(Fig. 3F) in this time frame from spherical micelles
to elongated and interconnected wormlike struc-
tures. After 2 hours of sonication, meshes of in-
terconnected nanowires were clearly observed.
These nanowires were presumably composed of an
aggregated PA core encapsulated by a solubilizing
polyladderene corona. To measure the electrical
conductivity of these encapsulated PA nanowires,
we drop-cast the solution of activated sample onto
a microelectrode array to form a film by simple
solvent evaporation without doping or anneal-
ing or alignment (fig. S7). We measured a con-
ductivity of 2.6 x 1077 S/cm, which is about two
orders of magnitude lower than the reported
value for Shirakawa’s surface-grown aligned
trans-PA film sample (24). This relatively low
conductivity is still a compelling initial result,
considering the encapsulation by an insulating
corona and the meshed, rather than bulk, nano-
wire structures. The measured conductivity further
supported the formation of an interconnected
network of semiconducting PA domains.

To gain more insight into the facile mechano-
chemistry of polyladderene, we first computed
the force-modified potential energy surface
(FMPES) for the unzipping of a single ladderene
under different pulling forces (Fig. 4, A and B).
Calculations were performed on model ladderene
13; attachment points (atoms where the force
is exerted) were chosen as the carbon atoms far-
thest from the ladderane core. For a series of ex-
ternal forces ranging from 0 to 3 nN, minimum
energy pathways were optimized using the nudged
elastic band (NEB) method (34), which yields re-
action coordinates and energy profiles. Electronic
structure calculations were performed with graphics
processing unit (GPU)-accelerated complete active
space self-consistent field (CASSCF) theory (35)
with 6-31 g* basis. The CASSCF method is advan-
tageous in this case because it can accurately de-
scribe a multireference character in the electronic
wave function, which is critical for potential rad-
ical intermediates. We found a single barrier for
each of the two sequential cyclobutane unzip-
ping events, which involve simultaneous breaking
of two ¢ bonds and formation of two n bonds
(these are the four electrons and orbitals in the
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active space). The structure with two opened
rungs (15) is a metastable intermediate, whereas
the structures with 1 or 3 opened rungs (14 and
16, respectively) are transient transition states.
Inspection of the electronic wave function con-
firmed that transition-state structures are di-
radicals with a strong multireference character
(table S1). According to Fig. 4B, two consecutive
large barriers have to be surmounted for the
unzipping event to take place in the absence of
pulling force. Application of force lowers these
barriers; the second barrier remains slightly lower
than the first at all force levels (fig. S20), and both
become negligible at 3.0 nN force, at which point
the unzipping process becomes spontaneous.

We further calculated the force-extension curve
for one ladderene unit on the FMPES at UB3LYP/
6-31 g* level of theory (Fig. 4C). Comparison
with CASSCF was used to validate the choice
of exchange-correlation functional and to ensure
density functional theory convergence to the
diradical solution (fig. S21). Constant temper-
ature ab initio steered molecular dynamics (36)
at 279 K was performed for 10 ps at each of a
variety of external forces ranging from 0 to 4.5 nlN.
For each external force, the contour length
corresponding to one monomer was recorded
at the end of the simulation by taking the average
of distances over the last 0.5 ps of the simulation.
Equilibrium analysis at 0 K was also performed to
corroborate the molecular dynamics analysis
(fig. S23). The force-extension curve has a single
plateau at 3.1 nN force with the monomer
extending by 10 A or twice the contour length
at unzipping of the entire ladderene (Fig. 4C),
and the intermediate 15 was not observed. This
all-or-none unzipping behavior is consistent with
the reaction barrier analysis and suggests that
ladderene is a privileged design motif for gen-
erating oligoenes with continuous extended
conjugation.

‘We envision the emergence of additional force-
responsive polymers that undergo mechanically
triggered macromolecular structural reconfig-
uration and drastically change their intrinsic
properties, thereby converting mechanical stimuli
into a diverse array of functions.
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Forcing polymers to be semiconductors

In mechanochemistry, the application of force to a polymer is used to pry open specific chemical bonds. Chen et
al. leveraged this technique to produce semiconducting blocks of polyacetylene in an insulating precursor. Ring-opening
metathesis polymerization tethered together a series of fused four-carbon rings, reminiscent of the unusual ladderane
membrane lipids of anaerobic ammonium-oxidizing bacteria. Subsequently, sonication unzipped these strained rings into
alternating C=C double bonds, thereby extending T-conjugation along the polymer backbone.
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